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 ASTM E3024/E3024M - 19 Standard Practice for Magnetic Particle Testing for General Industry ASTM E709 - 15 Standard Guide for Magnetic Particle Testing 1.1 This practice establishes minimum requirements for magnetic particle testing used for the detection of surface or slightly subsurface discontinuities in ferromagnetic material.
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